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Aluminum Dent Repair Project C 
Duration: 1.5 hours 

 
Note: There will be a dent repair tool demonstration before you perform this project. 
 
IMPORTANT NOTE: AT EACH STOP HAVE THE JUDGES EVALUATE YOUR 
PROGRESS. 
 

1) Identify damage to panel STOP 
 

2) Prepare the panel for dent repair STOP 
 

3) Weld aluminum stud(s) in preparation of damage removal STOP 
 

4) Remove dent and prepare for metal finishing STOP 
 

5) Apply finishing putty if/when necessary and finish sand to a primer ready state. 
(final finish sand to a 180 grit) STOP 

 
 
 

 


